
TEST REPORT
No.: XMIN2607000070CPC01_EN Issue Date: 2026-07-15 Page：1 of 4

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co.,Ltd. Xiamen Branch

Bryan Hong Authorized signatory

CUSTOMER NAME: HUBEI OUZHAI IMPORT AND EXPORT CO., LTD

ADDRESS: ROOM 06, 24TH FLOOR, BUILDING 1, GUANNAN FUXING MEDICAL 

PARK, NO. 58 GUANGGU AVENUE, EAST LAKE HIGH-TECH 

DEVELOPMENT ZONE, WUHAN, HUBEI, CHINA

Sample Name : Anti-collision Wall Panels

Product Specification : Thickness: 8mm

Manufacturer : HUBEI OUZHAI NEW MATERIAL TECHNOLOGY CO., LTD

Manufacturer Address : BUILDING 1, NORTH HUANCHUAN ROAD, XIAOGAN CITY 

(FACTORY OF HUBEI SANXIN CO., LTD., WENZHOU INDUSTRIAL 

PARK), HUBEI PROVINCE, CHINA

Material : PVC

Intended Use : Internal Wall Decoration

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, assumes no 
responsibility to verify the accuracy, adequacy and completeness of the sample information provided by client.

******************************************************************************************************************************
Test Required : EN 15102:2007+A1:2011 Decorative wallcoverings - Roll and panel 

form products

SGS Ref. No. : CQP26-008548

Other Ref. No. : CANIN26018455501

Sample Source : Customer-delivered

Date of Receipt : 2026-07-03

Testing Period : 2026-07-03 ~ 2026-07-13

Test result(s)   : For further details, please refer to the following page(s)
(Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested)



TEST REPORT
No.: XMIN2607000070CPC01_EN Issue Date: 2026-07-15 Page：2 of 4

Summary of Results:

No. Test Item Test Method Result

1 Vinyl Chloride Monomer (VCM) EN 12149:1997 test B See Results

2
Migration of Heavy Metals and 

Certain Other Elements
EN 12149:1997 test A See Results

3 Formaldehyde Release EN 12149:1997 test C See Results

Note: The above test project/method was carried out by subcontractors.
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Test Result(s): 

Test Part Description:
Sample No. SGS Sample ID Description

001-1 CAN26-0184555-0001.C001 Yellow board with white surface
001-2 CAN26-0184555-0001.C002 Yellow board with white surface

Remarks:
(1) 1 mg/kg = 1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “-“ = Not Regulated
(5) The limit values were specified in EN 15102:2007+A1:2011.

Vinyl Chloride Monomer (VCM)

Test Method: With reference to EN 12149:1997 test B, analysis was performed by HS-GC-MS.

Test Item(s) Unit(s) Limit(s) MDL 001-2
Vinyl Chloride Monomer (VCM) mg/kg 0.2 0.10 ND

Migration of Heavy Metals and Certain Other Elements

Test Method: With reference to EN 12149:1997 test A, analysis was performed by ICP-OES.

Test Item(s) Unit(s) Limit(s) MDL 001-2
Soluble Arsenic(As) mg/kg 25 5 ND
Soluble Barium(Ba) mg/kg 500 10 ND
Soluble Cadmium(Cd) mg/kg 25 5 ND
Soluble Chromium(Cr) mg/kg 60 5 ND
Soluble Mercury(Hg) mg/kg 20 5 ND
Soluble Lead(Pb) mg/kg 90 5 241
Soluble Antimony(Sb) mg/kg No upper limit 5 ND
Soluble Selenium(Se) mg/kg 165 10 ND

Formaldehyde Release

Test Method: With reference to EN 12149:1997 test C, analysis was performed by UV-Vis.

Test Item(s) Unit(s) Limit(s) MDL 001-1
Formaldehyde Release mg/kg 120 20 ND

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for 
Simple Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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Sample Photo:

CAN26-0184555-0001.C001

CAN26-0184555-0001.C002
********End of report********
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